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Chemical Analysis by Atomic Emission Spectrometry (OES) A*W*#FG

Standard Test Method: --
1SO/IEC 17025

INSTRUMENT: OXFORDIX] ~ ARL[]  HITACHICJ Preparation Sample: GrindinglX] ~ Remelting And grinding (ASTM E1010-16)]  Machining[] Analitica/ ILAC
Material Type: FerrousX] Non Ferrous[] No:AACA.00223
Result of chemical analysis test: NACI

National Accreditation
C Si Mn P S cr Mo Ni Cu Nb v Fe Center of TRAIV
2.87 0.67 0.39 0.022 0.027 11.51 0.03 0.16 0.09 < 0.005 <0.005 Base “
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Rockwell C HARDNESS TESTING

Reference Standard: ASTM E18(2017) - BS EN 1SO 6508-1(2015)

Instrument:
Indenter

INNOVATEST NEXUS 8000XL
X Diamond sphero-conical indenter [ball 1/16-in. (1.588-mm)

Applied Force: CJHRA 60 Kgf (588.4 N) CJHRB 100 Kgf (980.07 N)

Sampling was performed by the client

KHRC 150 Kgf (1471 N)

Page No 3

- Test location Hardness at measured point(HRC) Hardness (mean) | Acceptance limit T
' Pointl | Point2 Point 3 HRC HRC ¥
1 Center 60 60 60 60
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Microstructure

Ref. Standards: ASTM E3-11 Sample Preparation of Metallographic specimen
ASTM E 407-07  Microetching of Metals
ASTM E 883-11  Metallographic Photomicrography

Microstructure (after etching)
The inter-dendritic network of iron-chromium carbide and the dendritic pattern of martensite and fine Precipitation of fine Cr,3Cs carbide
within martensitic matrix.
Remarks: ---

Micrographs of sample are shown in figure 1 to 2.
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Fig 1. The inter-dendritic network of iron-chromium carbide (white)
and the dendritic pattern of martensite (gray).

Mag. 100X

Etch Solution: Nital %2
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Fig 2. . Same structure at a higher magnification and fine
Precipitation of fine Cr,3Cs carbide within martensitic matrix.
Mag. 500X

Etch Solution: Nital %2
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