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Chemical Analysis by Atomic Emission Spectrometry (OES) e
Analitica
Standard Test Method: ASTM A751 (2014a)/ ASTM E415(2017) Accreditation Certificate
|

Standard Practice for Reporting : ASTM E1950 (2017)/ ASTM E29 (2013)

No.AAC.A.00223

Accredited Lab. by:

INSTRUMENT: OXFORD[]  ARL[] HITACHIK Preparation Sample: Grindingld  Remelting And grinding (ASTM E1010-16)(]  Machining[]
Institute of Standard & Industrial
Material Type: Ferrousf Non Ferrous[] ; iy il e
SAPCO
Result of chemical analysis test: | Mobarakeh Steel Co.
Sazeh Gostar SAIPA
£ Si Mn P S Cr Mo Ni Al Co Cu Nb ok
0.73 0.32 0.88 0.027 0.051 0.48 0.01 0.09 0.016 0.01 0.13 0.002
Ti Vv W Pb Sn B Zr Bi As Fe
0.005 0.022 <0.015 <0.01 0.081 * <0.002 <0.01 0.005 Base V
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Rockwell C HARDNESS TESTING

Reference Standard:

Instrument:
Indenter
Applied Force:

25C ! Humidity: %41

ASTM E18(2017) - BSEN SO 6508-1(2015)

INNOVATEST NEXUS 8000XL

XDiamond sphero-conical indenter

CJHRA 60 Kgf (588.4 N)

[CIball 1/16-in. (1.588-mm)
CJHRB 100 Kgf (980.07 N)

! Sampling was performed by the client

EHRC 150 Kgf (1471 N)

e i Lot Hardness at measured point(HRC) | Hardness (mean) | Acceptance limit Uncertainty
Point 1 Point 2 Point 3 HRC HRC
1 Surface 61 62 62 62 e
2 0.5 Cm From surface 60 60 61 60 e =
3 1.0 Cm From surface 59 60 60 60 L =
4 1.5 Cm From surface 60 59 60 60 - =
5 2.0 Cm From surface 61 61 61 61 === o
6 2.5Cm From surface 59 60 60 60 - =
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